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The selectivity and range of energies offered by specific biological interactions serve as valuable tools
for engineering the assembly of colloidal particles into novel materials. In this investigation, high affinity
biological interactions between biotin-coated “A” particles (RA ) 0.475 µm) and streptavidin-coated “B”
particles (RB ) 2.75 µm) drive the self-assembly of a series of binary colloidal structures, from colloidal
micelles (a large B particle coated by smaller A particles) to elongated chain microstructures (alternating
A and B particles), as the relative number of small (A) to large (B) particles (2 e NA/NB e 200) is decreased
at a low total volume fraction (10-4 e φΤ e 10-3). At a significantly higher total volume fraction (φΤ g 10-1)
and a low number ratio (NA/NB ) 2), the rheological behavior of volume-filling particle networks connected
by streptavidin-biotin bonds is characterized. The apparent viscosity (η) as a function of the shear rate
(γ̆), measured for networks at φT ) 0.1 and 0.2, exhibits shear-rate-dependent flow behavior, and both the
apparent viscosity and the extent of shear thinning increase upon an increase of a factor of 2 in the total
volume fraction. Micrographs taken before and after shearing show a structural breakdown of the flocculated
binary particle network into smaller flocs, and ultimately a fluidlike suspension, with increasing shear
rate. Rheological measurements provide further proof that suspension microstructure is governed by
specific biomolecular interactions, as control experiments in which the streptavidin molecules on particles
wereblockeddisplayedNewtonian flowbehavior.This investigationrepresents the firstattemptatmeasuring
the rheology of colloidal suspensions where assembly is driven by biomolecular cross-linking.

Introduction

Biologically mediated colloidal interactions offer a
promising route to the controlled synthesis of new nano-
to microscale materials and devices. The availability of
complementary biological chemistries with a wide range
of affinities provides a tunable approach to assembling
colloidal structures. Site-directed assembly of particles
into various disordered structures using specific biological
receptor-ligand interactions, including streptavidin-
biotin,1,2 antibody-antigen,3 streptavidin-binding recom-
binant protein,4 and selectin-carbohydrate interactions,5
has been demonstrated in both mono- and bidisperse
suspensions. An investigation of nanoparticle aggregation
mediated by streptavidin-biotin recognition further
showed that aggregation rate and cluster size can be
controlled by the concentrations and stoichiometries of
these complementary biomolecules.2 Generally, it is known
that, for suspensions of strongly attractive colloids,

diffusive collision of the particles leads to irreversible
flocculation and fractal structures.6 Investigations which
used high affinity biospecific interactions, such as strepta-
vidin-biotin interactions (Ka ∼ 1014-1015 M-1),7,8 have
resulted in strong particle attractions and irreversible
aggregation. In the case of streptavidin-biotin cross-
linking, irreversible particle binding on experimental time
scales can be attributed to the exceptionally slow dis-
sociation rate of the streptavidin-biotin complex (koff ∼
10-6 s-1).7,9 Lower affinity selectin-carbohydrate interac-
tions (koff ∼ 1 s-1)10-12 have also been exploited to mediate
irreversible or reversible colloidal assembly by tailoring
the density of biomolecules on particle surfaces. Using
high biomolecular surface densities of selectin-carbohy-
drate chemistry, various kinetically trapped binary col-
loidal structures were formed by varying the concentration
ratio of small to large particles.5 More recently, particles
were made to interact reversibly via selectin-carbohy-
drate interactions by using significantly lower surface
densities.13 Another study demonstrated the technological
utility of colloidal aggregation via protein-based recogni-
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tion by assembling miniaturized biosensors.14 However,
while previous research has provided valuable insight into
the dynamics and utility of colloidal aggregation via
specific biological attractions, the material properties (e.g.,
rheological properties) of the assembled structures are
not yet understood.

In contrast, numerous investigations have reported on
the microstructure and associated rheological properties
of suspensions where assembly was driven by nonspecific
particle interactions, including attractive particle interac-
tions of nonbiological origin. Much of this work has focused
on the phase behavior15-18 and rheology19-23 of monodis-
perse model hard-sphere suspensions where particles
interact only through infinite repulsion on contact.
Nonspecific attractions between the particles can be
generated by various mechanisms, such as by adding
nonadsorbing polymer to induce depletion flocculation,24,25

or by controlling the solvent quality (e.g., by changes in
temperature) to promote the flocculation and gelation of
sterically stabilized particles.26,27 Many studies have
probed the rheological properties of suspensions ag-
gregatedvianonbiological attractions ofvaryingstrengths,
including, but not limited to, flocculation due to changes
in nonadsorbing polymer concentration,28,29 electrolyte
concentration,30-34 solvent quality,35-38 and dispersant
concentration (e.g., in carbon black suspensions).39 In
general, and as results from the above studies show, the
rheological response, that is, the non-Newtonian behavior,
of a suspension can vary widely depending on the nature
and strength of the interparticle interactions governing
the suspension structure.40,41

With the goal of measuring bulk material properties of
biocolloidal structures, high affinity streptavidin-biotin
surface chemistry has been used to mediate the self-

assembly of various disordered binary structures, includ-
ing extended gel-like materials which have been probed
rheologically. Using suspensions of biotin-coated (RA )
0.475 µm) and streptavidin-coated (RB ) 2.75 µm)
polystyrene particles, a series of binary colloidal struc-
tures, from colloidal micelles (a large particle coated with
smaller particles) to chain microstructures (alternating
“A” and “B” particles), was synthesized by decreasing the
number ratio of small (A) to large (B) particles (2 e NA/NB
e 200) at a low total volume fraction (10-4 e φΤ e 10-3).
At much higher total volume fractions (φΤ g 10-1) and a
low number ratio (NA/NB ) 2), the rheology of extended,
space-filling binary particle networks, connected by
streptavidin-biotin bonds, was characterized. Results
from steady shear measurements show qualitative simi-
larities to the shear-rate-dependent behavior reported for
nonbiological, weakly flocculated suspensions. The mea-
sured flow curves (apparent viscosity (η) vs shear rate (γ̆))
at φT ) 0.1 and 0.2 show that the viscosity and extent of
shear thinning increase upon a 2-fold increase in the total
volume fraction. Optical micrographs show that the origin
of the shear thinning is the breakdown of the network
into flocs which continue to break apart with increasing
shear rates. Furthermore, control suspensions of biotin-
coated (A) particles and streptavidin-coated (B) particles,
where streptavidin sites are blocked with monovalent
d-biotin, display Newtonian behavior, providing proof that
the microstructures formed in these suspensions, and the
rheological properties which describe them, are a result
of specific biological cross-linking. These rheological
measurements are the first attempts to study the bulk
rheological behavior of colloidal suspensions in which
structure is mediated by biomolecular interactions (e.g.,
proteins and oligonucleotides). Future work in this area
should generate a more complete description of the
rheological properties of these unique materials and
facilitate their comparison to other types of aggregating
colloidal systems.

Materials and Methods

Characterization of Streptavidin and Biotin Particles.
Two monodisperse populations of polystyrene particles, biotin-
modified, RA ) 0.475 µm (A particles), and streptavidin-modified,
RB ) 2.75 µm (B particles), were purchased from Bangs
Laboratories (Fishers, IN) (Figure 1). In preparation for site
density determination by flow cytometry analysis, A (biotin-
coated) and B (streptavidin-coated) particles were fluorescently
labeled with streptavidin-fluorescein (FITC) and biotin-
fluorescein (FITC) (Molecular Probes, Eugene, OR), respectively,
in phosphate buffered saline solution, pH 7.4, containing 0.01%
bovine serum albumin (BSA), 0.01% Tween 80, and 2 mM NaN3.
Soluble labeling concentrations (micrograms per milliliter) for
biotin-fluorescein and streptavidin-fluorescein molecules were
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Figure 1. Schematic diagram of the biotin-coated A particles
(RA ) 0.475 µm) and streptavidin-coated B particles (RB ) 2.75
µm) used in this work. The approximate numbers of immobilized
biotin (1578 sites/µm2) and streptavidin (2609 sites/µm2) surface
groups were measured using flow cytometry (Figure 2).
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varied over several orders of magnitude (0.001-500 µg/mL) to
determine the maximum number density of streptavidin or biotin
sites, respectively, on the particle surfaces. The fluorescent
intensities of negative control (unlabeled A and B particles) and
labeled particles (5 × 105 to 1 × 106 particles/mL) were measured
using a Becton Dickinson FACS flow cytometer (Becton Dick-
inson, San Jose, CA), and the resulting fluorescence histograms
(Figure 2) were analyzed with Becton Dickinson CellSort software
or WinMDI software42 (Scripps Research Institute FACS Core
Facility, La Jolla, CA). Molecular surface site density determi-
nation was facilitated by the analysis of fluorescence histograms
acquired for fluorescein (FITC) microparticle MESF (molecules
of equivalent soluble fluorochrome) standard kits (Quantum 24
FITC low range and Quantum 26 FITC medium range standards,
Bangs Laboratories, Fishers, IN). Surface site density estimates
for biotin on A particles and streptavidin on B particles were
calculated using the standards data and the number of fluoro-
chromes per biotin-FITC or streptavidin-FITC molecule (pro-
vided by the manufacturer Molecular Probes).

Preparation of Suspensions for Microscopy. Binary
suspensions of biotin-coated, RA ) 0.475 µm, particles (A particles)
and streptavidin-coated, RB ) 2.75 µm, particles (B particles)
were made by mixing specific volume fractions of the two
individual particle suspensions together with the desired number
ratio (NA/NB ) number of A particles/number of B particles). A
schematic representation of the binary particle system studied
throughout this work is given in Figure 1. Prior to mixing, A and
B particles were washed separately three times and resuspended

in phosphate buffered saline (pH 7.4), containing 50 mM NaCl,
1% BSA, and 2 mM NaN3. Four NA/NB ratios were studied (NA/
NB ) 2, 10, 100, and 200) at two total number densities. The total
volume fractions (φT ) φA + φB) for the lower total number density
experiments were NA/NB ) 200 (φT ) 1.8 × 10-4), NA/NB ) 100
(φT ) 2.5 × 10-4), NA/NB ) 10 (φT ) 7.0 × 10-4), and NA/NB )
2 (φT ) 9.2 × 10-4). For the higher total number density
experiments, the total volume fractions were NA/NB ) 200 (φT
) 7.3 × 10-4), NA/NB ) 100 (φT ) 1.0 × 10-3), NA/NB ) 10 (φT )
2.8 × 10-3), and NA/NB ) 2 (φT ) 3.7 × 10-3). For imaging, binary
particle solutions were gently loaded into a 30 µL microchamber
formed from heat-sealing a glass coverslip to a glass microscope
slide with a Parafilm spacer. Inlets were sealed with vacuum
grease to prevent sample evaporation. Nonspecific particle-glass
interactions were prevented by BSA blocking (1% solution in
phosphate buffered saline) of the glass and particle surfaces.
Images of the suspensions were acquired using an optical
microscope (Nikon Diaphot 200, Tokyo, Japan), equipped with
10-100× (Plan Apo, 1.40 oil 100×) objectives, a black and white
Cohu CCD camera (Cohu Inc., San Diego, CA), and a Sony S-VHS
recorder (model SVO-9500MD S-VHS, Sony Medical Systems,
Montvale, NJ). Snapshot images were acquired during the course
of experiments using Imaq Vision software (National Instru-
ments, Austin, TX) on a PC computer (Gateway 2000, Sioux City,
SD).

Preparation of Suspensions for Rheology. For rheological
measurements, binary suspensions of biotin-coated A particles
(RA ) 0.475 µm) and streptavidin-coated B particles (RB ) 2.75
µm) were prepared by mixing A and B particles at the number
ratio NA/NB ) 2 and a total volume fraction of φT ) 0.1 or 0.2.
Prior to mixing, excess BSA and surfactant molecules in particle
stock solutions were removed in 10 wash cycles of A and B
particles in phosphate buffered saline (pH 7.4, 20 mM NaCl,
0.02% Tween 80), followed by 2 washes and resuspension in
phosphate buffered saline (pH 7.4, 20 mM NaCl, 0.02% BSA,
0.02% Tween 80). Control suspensions of B particles only and
site-blocked B particles mixed with A particles were prepared by
the same procedure. The streptavidin sites on the B particles
were blocked with monovalent d-biotin (Sigma Chemicals, St.
Louis, MO) prior to the wash cycles. Prior to loading the samples
onto the rheometer, all the suspensions were density matched
using deuterium oxide (D2O, 99.9 atom % D, Aldrich Chemicals,
Milwaukee,WI).Densitymatchingwas tested foreachsuspension
using optical microscopy to verify negligible settling/floating after
at least 6 h (typically 12-24 h) and centrifugation to verify
negligible settling/floating after spinning for at least 5 min at
g6000 rpm in a benchtop microtube centrifuge. The final
suspensions for all the rheological measurements consisted of
the desired volume fractions of particles in H2O-D2O phosphate
buffered solutions (∼50% H2O/50% D2O) containing 10 mM NaCl,
0.01% BSA, and 0.01% Tween 80. During the rheology studies,
images of the preshear and sheared suspensions were acquired
using an optical microscope (Leica inverted microscope, Ban-
nockburn, IL), equipped with 10 to 100× objectives and a
Hamamatsu CCD camera (Hamamatsu Corporation, Bridge-
water, NJ) and interfaced with PC running SimplePCI imaging
software (Compix, Inc., Imaging System, Cranberry Township,
PA). To compare the state of the suspension at a series of
ascending shear rates (γ̆’s), 10-15 µL samples were taken directly
from the rheometer sample cell and imaged immediately between
a glass microslide and a coverglass separated by Parafilm spacers
and vacuum grease to prevent evaporation. Since the gel samples
were observed to aggregate reversibly after cessation of shear
stress, all efforts were made to acquire images in the first few
minutes after the sample was extracted from the rheometer.
Due to the process of sample transfer from the rheometer to the
microscope, these images serve as approximate representations
of the state of the suspension after shearing at a given rate.

Rheological Measurements. Steady shear flow curves for
all the samples were obtained using a Rheometric Scientific ARES
strain-controlled rheometer (Piscataway, NJ) fitted with cone
and plate geometry and operating in a torque sensitivity range
of 3.9 × 10-7 to 9.8 × 10-4 N‚m. Cone and plate geometry was
chosen over a Couette cell due to the smaller sample volume, as
sample stock was highly valuable. Rheometer calibration was
checked with low viscosity standards (η ) 0.02-0.1 Pa‚s), and

(42) Trotter, J. WinMDI, version 2.8; http://facs.scripps.edu/
software.html, 2000.

Figure 2. Fluorescence histograms from flow cytometry
analysis for (A) biotin-coated A particles and (B) streptavidin-
coated B particles. In parts A and B, the peak to the right of
the solid reference peak corresponds to A and B particles labeled
with saturating concentrations of streptavidin-fluorescein and
biotin-fluorescein molecules, respectively. The calculated
numbers of biotin sites and streptavidin sites on A and B
particles corresponding to the fluorescent intensities of these
peaks are 1578 sites/µm2 and 2609 sites/µm2, respectively.
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the results were similar for both geometries. Measurements were
made using two sets of stainless steel cone and plate tools with
diameters of 25 mm (cone angle of 0.02 rad) and 50 mm (cone
angle of 0.04 rad). An aqueous solvent trap and a benchtop
humidifier were used to prevent sample evaporation. To maximize
reproducibility and minimize potential shear history effects,37

all the suspensions were presheared for 120 s at a shear rate of
100-300 s-1 prior to a premeasurement sample restoration period
of 6300 s. Steady shear flow behavior (apparent viscosity (η) vs
shear rate (γ̆)) was measured as a function of ascending shear
rate (γ̆ ) 10-2-103 s-1) at constant temperature (298 K). The
results from both the cone and plate tools were combined for
multiple runs to establish flow curves.

Results

Effect of the Number Ratio on Heterotypic As-
sembly. Receptor-mediated assembly of bidisperse sus-
pensions was investigated using A and B particles with
high particle surface densities of biotin (∼1578 sites/µm2)
and streptavidin (∼2609 sites/µm2). At low total volume
fractions (φT ) φA + φB ) 10-4-10-3), the effect of the
number ratio (NA/NB) on suspension microstructure was
studied. Four number ratios were examined (NA/NB ) 200,
100, 10, and 2) at two total number densities (see the
Materials and Methods section). Although rather dilute
total volume fractions were used, interesting structures
were able to form because assembly was driven by
attractive interactions. For the suspensions at both lower
and higher total number densities, an evolving series of
binary microstructures was observed upon decreasing the
NA/NB ratio. As the number ratio of Α (biotin-coated) to
Β (streptavidin-coated) particles decreased, the size and
structure of the binary assemblies grew from colloidal
micelles (B particles coated by smaller A particles) and
small colloidal clusters into colloidal rings and chains of
alternating A and B particles (Figure 3). The predominant
structure formed at NA/NB ) 200 was the colloidal micelle,
where an excess of Α particles resulted in the saturation
of B particle surfaces by Α particles (Figure 3A). The
predominant structures formed at NA/NB ) 100 were
compact binary colloidal clusters consisting of B particles
linked and coated by A particles along with a minority
population of colloidal micelles (fewer than at NA/NB )
200) (Figure 3B). At NA/NB ) 10, the predominant
structures were binary rings and chainlike structures
(Figure 3C), while, at NA/NB ) 2, the predominant
structure was the binary chainlike structure (Figure 3D).
Ring and chain structures consist of B particles linked by
one or more Α particles.

An increase in the total number density did not affect
the type of microstructures (colloidal micelles, clusters,
rings, or chains) formed at the four number ratios studied
but did lead to an increased length scale of the ring and
chainlike structures observed at lower number ratios. The
structures also evolved more quickly for all number ratios
at higher total number densities, as would be expected
from mass action. The effect of increased total number
density was more dramatic at NA/NB ) 10 and 2, where
the self-assembly of more extended networks of binary
ring and chainlike structures was observed (Figure 4). At
NA/NB ) 10, the increase from a lower to higher total
number density led to an increase in the number and
diameter of ring structures, and structures became more
extended. Binary structures formed in suspensions with
NA/NB ) 2 grew to more linearly extended shapes.
Regardless of the total number density, the results of these
experiments provide evidence that the colloidal structures
result from kinetically trapped, diffusion-limited assembly
mediatedbyhighaffinitystreptavidin-biotin interactions.
This type of assembly is supported by the fact that, at

Figure 3. Effect of the particle number ratio (NA/NB) on binary
colloidal microstructures assembled via specific, streptavidin-
biotin interactions. The high magnification optical micrographs
(100×) at low total volume fractions (φT ≈ 10-4) of smaller A
(biotin-coated) and larger B (streptavidin-coated) particles for
(A) NA/NB ) 200, (B) NA/NB ) 100, (C) NA/NB ) 10, and (D)
NA/NB ) 2 show the evolution of suspension microstructures.
The inset in part A shows a top view of the three-dimensional
structure, where bright circles represent a layer of A particles
bound to the surface of a larger B particle.
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NA/NB ) 10 and 2, disordered macroaggregates did not
rearrange or anneal into equilibrium structures during
the experimental time frame (1 week). Finally, control
experiments in which the streptavidin sites on B particles
were blocked with monovalent d-biotin confirmed that
the assembly of microstructures is driven by specific
biological interactions, as no structures formed (i.e., no
aggregation was observed) when these blocked particles
were mixed with A (biotin-coated) particles.

Steady Shear Flow Behavior. The steady flow curves
(apparent viscosity (η) vs shear rate (γ̆)) for the binary
suspensions (NA/NB ) 2) transformed into gel-like struc-
tures by specific binding between streptavidin and biotin
were measured at total volume fractions of φT ) 0.1 and
0.2. A series of control samples prepared at the same total
volume fractions were also measured. These include
measurements of the suspending fluid without particles
(H2O-D2O phosphate buffered solution containing 10 mM
NaCl, 0.01% BSA, and 0.01% Tween 80) as well as
monodisperse suspensions of larger B (streptavidin-
coated) particles only and binary suspensions of blocked
B particles (the streptavidin surface sites were blocked
with monovalent d-biotin) mixed with A (biotin-coated)
particles. The flow curves for all the control samples,
determined by averaging multiple runs, displayed New-

tonian behavior (Figure 5). First, a shear-rate-independent
viscosity of η ) 9.6 × 10-4 Pa‚s was measured for the
suspending solution, which falls between the viscosities
of pure H2O (ηH2O (25 °C) ) 8.9 × 10-4 Pa‚s) and D2O (ηD2O
(25 °C) ) 1.1 × 10-3 Pa‚s). This suspending solution was
used for all the particle suspensions. Suspensions of B
particles alone at φT ) 0.1 showed Newtonian behavior,
with a constant viscosity of η ) 1.45×10-3 Pa‚s, indicating
that, in the absence of biotin-coated particles, the suspen-
sion remains in a colloidal fluid state. In another control
experiment, the streptavidin sites on B particles were
blocked with saturating concentrations (0.5 mg/mL) of
monovalent d-biotin and subsequently mixed with A
(biotin-coated) particles at a total volume fraction of φT )
0.1. Again, steady shear measurements revealed shear-
rate-independent flow behavior and a constant viscosity
of η ) 1.41 × 10-3 Pa‚s. The flow properties of a binary
mixture of uncoated polymeric particles (carboxylate-
modified lattices, Interfacial Dynamics Co., Portland, OR)
having the same diameters of protein-coated particles also
displayed Newtonian behavior with a similar viscosity,
η ) 1.3 × 10-3 Pa‚s (data not shown).

Density-matched suspensions of streptavidin- and bi-
otin-coated particles self-assembled into volume-filling gel

Figure 4. Low magnification optical micrographs (10×) of the
binary microstructures formed in the suspensions of A (biotin-
coated) and B (streptavidin-coated) particles at (A) NA/NB ) 10
and (B) NA/NB ) 2 at low (φT ≈ 10-4) and higher (φT ≈ 10-3) total
volume fractions. In parts A and B, the lower total volume
fraction micrograph is shown on the left and the higher total
volume fraction is shown on the right.

Figure 5. Flow curves for the suspensions cross-linked by
streptavidin-biotin chemistry. Apparent viscosity (η) vs (A)
shear rate (γ̆) or (B) shear stress (τ) for the binary suspensions
of A (biotin-coated) and B (streptavidin-coated) particles at NA/
NB ) 2 and total volume fractions of φT ) 0.1 ([) and φT ) 0.2
(2), a binary suspension of A particles mixed with blocked B
particles (i.e., the streptavidin sites on the B particles were
blocked with monovalent d-biotin) (3) at φT ) 0.1 (NA/NB ) 2),
a monodisperse suspension of B particles only (O) at φT ) 0.1,
and the suspending solution only (no particles) (4).
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structures and displayed non-Newtonian behavior at total
volume fractions of φT ) 0.1 and 0.2 (Figure 5). The
displayed rheological data represent the average of two
or more runs (from γ̆ ) 10-2 s-1 to γ̆ ) 103 s-1) for each
total volume fraction. Gel networks connected by strepta-
vidin-biotin bonds exhibited a shear thinning behavior
characteristic of weakly flocculated suspensions, display-
ing initial viscosities 1-2 orders of magnitude greater
than those of the unflocculated control suspensions (Figure
5A). For both total volume fractions, as the shear rate
increased, shear thinning led to a reduction of the viscosity
to that of the control suspensions. An increase in the total
volume fraction from φT ) 0.1 to φT ) 0.2 resulted in a
greater than 6-fold increase in the initial apparent
viscosities and a 4-fold increase in the extent of shear
thinning (Figure 5A). At shear rates in the range γ̆ e
1-10 s-1, interesting flow behavior was observed, yet it
is not clear whether these features in the flow curves,
which suggest a possible yield stress (Figure 5B), represent
true behavior or measurement error, such as error due to
wall slip effects. Since measurements often fell outside
the reliable torque range of the rheometer for shear rates

e1 s-1, additional measurements are needed to draw a
firm conclusion on the flow behavior observed at low shear
rates.

The physical origin of shear thinning is apparent in a
set of micrographs for a binary gel (φT ) 0.1) that was
subjected to a series of increasing shear rates (Figure 6).
Initially, the three-dimensional gel is composed of dense
flocculated regions connected by thick particle chains,
resulting in a space-filling network prior to shearing. After
shearing at γ̆ ) 6 s-1, the rupture of connective chains
commences, and large, dense flocs begin to break away
from the network. An increase of 1 order of magnitude in
the shear rate leads to more dramatic structural break-
down. At γ̆ ) 50 s-1, connective chains have ruptured and
the suspension is composed of medium-sized flocs and
small clusters of particles which were once part of the
network. Particle flocs continue to break apart into smaller
units as the shear rate increases over 2 more orders of
magnitude until the network is fully destroyed. At the
highest shear rates, the suspension breaks down from a
mix of small binary clusters and singlets (γ̆ ) 300 s-1) to
predominantly particle doublets (A-B) and singlets (γ̆ )

Figure 6. Optical micrographs (20×) of a streptavidin-biotin cross-linked binary gel (φT ) 0.1) showing the approximate state
of the suspension (A) prior to shearing, and after shearing at rates (γ̆’s) of (B) 6 s-1, (C) 50 s-1, (D) 100 s-1, (E) 300 s-1, and (F)
1000 s-1.
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1000 s-1). The shear thinning depicted in the flow curves
for binary gels (for γ̆ g 6 s-1) (Figure 5A) therefore
corresponds to a rupturing of the network into discrete
flocs that continue breaking down with increasing shear
rate. The corresponding reduction of the apparent viscosity
toward that of the unflocculated control suspensions
provides additional evidence for the structural dissolution
of the gel network into a binary fluidlike suspension.

Discussion

High affinity streptavidin-biotin surface chemistry was
used to mediate self-assembly of bidisperse suspensions
into various disordered structures, from colloidal micelles
(a large particle coated with smaller particles) to chain
microstructures (alternating A and B particles), by
decreasing the number ratio of small (A) to large (B)
particles (2 e NA/NB e 200) at a low total volume fraction
(10-4 e φΤ e 10-3). Using significantly higher total volume
fractions (φΤ g 10-1) at the lowest number ratio, extended,
space-filling binary gel structures were formed in order
to study the rheological properties of biologically cross-
linked colloidal suspensions. Steady shear rate measure-
ments show these materials exhibit a non-Newtonian,
shear thinning flow behavior associated with the break-
down of the gel network into flocs which continue to
decrease in size with increasing shear rate.

The number ratio plays a determining role in the types
of structures formed, as evidenced by the evolution of
colloidal micelles into binary chain structures with
decreasing number ratio. An increase in the total number
density at number ratios of NA/NB ) 10 and 2 caused the
structures to grow into extended networks of rings and
chains. Regardless of the total number density, the particle
number ratio dictated the number of heterotypic inter-
particle linkages (B-Α-B) that formed. At the two higher
number ratios (200 and 100), the saturation of B particle
surfaces by smaller Α particles prevented B particles from
forming heterotypic linkages, thereby limiting the size
and shape of the assembled structures. As the number
ratio decreased from NA/NB ) 100 to NA/NB ) 10 and 2,
B particle surfaces no longer became saturated with Α
particles; consequently, a greater number of heterotypic
linkages formed, and the suspension structure evolved
from small clusters to ring and chainlike structures. At
NA/NB ) 10, there were often several adherent Α particles
available at various locations on the larger Β particles.
This distribution of Α particles on B surfaces increased
the tendency for multidirectional heterotypic linkages.
By contrast, at NA/NB ) 2, there were rarely more than
one or two Α particles bound to a single B particle. The
lack of well-distributed adherent A particles favored more
linear growth. Hence, a transition from a network of binary
rings and chains at NA/NB ) 10 to elongated, increasingly
linear chains at NA/NB ) 2 was observed. The results of
these experiments agree very well with a similar study
performed with low affinity biological interactions,5 sug-
gesting that, at high surface densities of biomolecules,
whereparticlesarecross-linkedbymanybonds,kinetically
trapped structures form regardless of biological affinity.

At much higher total volume fractions (φΤ g 10-1) and
a low number ratio (NA/NB ) 2), the rheology of space-
filling binary particle networks, connected by streptavi-
din-biotin bonds, was measured (Figure 5). The steady
flow curves (apparent viscosity (η) vs shear rate (γ̆))
measured at total volume fractions of φT ) 0.1 and 0.2
revealed a non-Newtonian, shear thinning flow behavior,
showing qualitative similarities to the flow behavior
observed for steady shear measurements of monodisperse

suspensions aggregating via nonspecific attractions.32,33

The assembly and shear-rate-dependent flow behavior of
these gel structures are a result of specific streptavidin-
biotin cross-linking, as the flow curves for the control
suspensions of A particles and site-blocked B particles
displayed Newtonian behavior. Depending on the nature
and strength of the particle attraction and the particle
concentration, previous research has shown that a New-
tonian low shear viscosity plateau or yield stress can be
observed prior to shear thinning in flocculating sys-
tems.28,29,38 For example, Buscall et al.29 measured the
steady shear response of nonaqueous suspensions weakly
flocculated by depletion effects at a volume fraction of 0.4,
finding low shear Newtonian plateau viscosities that
increased exponentially with the strength of the inter-
particle attraction. Separate measurements by Patel et
al.28 of aqueous suspensions flocculated by the addition
of nonadsorbing polymer at volume fractions of 0.2 and
0.3 showed apparent yield stresses that increased with
volume fraction. In this study, interesting flow behavior,
with features suggesting a possible yield stress, was
observed prior to the onset of shear thinning; however, it
is not yet clear if this is the true behavior. Further
measurements are necessary before a firm conclusion can
be drawn from the data at the lowest shear rates (γ̆ < 1
s-1). Previous investigations on the steady shear behavior
of monodisperse polystyrene dispersions (0.011 e φ e
0.322) flocculated by electrolyte additions found that
viscosity measurements were unreliable at low shear rates
(γ̆ < 1 s-1) for φ > 0.1.32,33 As noted by these authors and
as described through systematic investigations conducted
by others,29,43 measurements of the low shear rate behavior
for some flocculated colloidal suspensions can be affected
by wall slip effects. To further elucidate the steady shear
rheology of biospecifically aggregated suspensions, ad-
ditional tests (e.g., creep measurements) could be per-
formed to probe low shear behavior further. Additional
measurements could also facilitate comparison to other
flocculated systems, including a model adhesive hard-
sphere system for which shear thinning but no yield stress
was detected as interparticle attraction was increased at
a volume fraction of 0.367.35

Optical micrographs of a streptavidin-biotin cross-
linked gel at φT ) 0.1 before and after shearing provide
a physical explanation for the measured rheology (Figure
6). The images suggest that the origin of shear thinning
is the breakdown of the network into flocs which continue
to break apart as the shear rate increases. Prior to
shearing, a micrograph of the gelled suspension shows
dense flocculated regions connected by thick particle
chains. After shearing at a low shear rate, these thick
connective chains have thinned or ruptured under imposed
shear forces, causing the network to break into large flocs.
Micrographs at increasing shear rates reveal that these
flocs continue to break down into smaller flocs and binary
clusters. Ultimately, at the highest measured shear rate,
the network has been destroyed to a fluidlike state, with
an apparent viscosity approaching that of the unfloccu-
lated control suspensions (Figure 5). A previous study
used cryo-SEM to visualize the effect of shear on the
structure of flocculated iron oxide suspensions at particle
volume fractions of 0.01, 0.033, and 0.094 and reported
similar shear-induced elongation and breakup of flocs into
smaller units.44 The study imaged sheared suspensions
in the Couette flow cell after a constant applied stress of

(43) Russel, W. B.; Grant, M. C. Colloids Surf., A 2000, 161, 271-
282.

(44) Navarrete, R. C.; Scriven, L. E.; Macosko, C. W. J. Colloid
Interface Sci. 1996, 180, 200-211.
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50 Pa (which was well above the observed shear yield
stress for these suspensions); however, qualitative agree-
ment with observations reported by the study suggests a
possible mechanism for the shear-induced network erosion
seen in the series of optical micrographs here: imposed
shear forces cause elongation and rupture of the particle
network into flocs which gradually decrease in size upon
further elongation and rupture at increasing shear rates.

The results of this work contribute to the growing
literature on streptavidin-biotin-mediated colloidal as-
sembly and biologically mediated colloidal assembly in
general. Earlier studies demonstrated the utility of
streptavidin-biotin interactions for site-directed ag-
gregation of both nanoparticles and vesicles, showing
aggregate growth rate, shape, and size can be controlled
by the ratio of complementary binding sites on colloidal
surfaces (biotin) to multivalent cross-linkers (streptavidin)
in solution.2,45 Here, the morphology, size, and growth
rate of binary microstructures are controlled by varying
the relative and total volume fractions of streptavidin-
and biotin-coated particles in bidisperse suspensions.
Aside from directing colloidal assembly, high affinity
streptavidin-biotin particle interactions have also found
uses in mechanical studies of colloidal suspensions. Optical
trapping techniques used to study the micromechanical
properties of dipolar particle chains in magnetorheological
suspensions were facilitated by the use of streptavidin-
biotin interactions.46 In this case, streptavidin-coated
particles tethered to the ends of biotinylated, field-induced
chains of magnetic particles were manipulated with optical
traps to apply forces to the chains. To begin to understand
the flow behavior of biologically driven colloidal assemblies
under imposed shear forces, this work studied the steady
shear rheology of binary suspensions cross-linked into
gel-like networks through specific streptavidin-biotin
interactions. The non-Newtonian, shear thinning flow
behavior of these structures showed a dramatic increase
in the low shear viscosity compared to the cases of the
control suspensions where specific cross-linking was
blocked and Newtonian behavior was measured. These
rheological measurements represent the first attempts to
study the bulk rheological behavior of colloidal suspensions

in which structure is mediated by attractive, biomolecular
interactions (e.g., proteins and oligonucleotides). Future
measurements on biocolloidal gels should develop a more
complete understanding of their rheological properties
and facilitate comparison of these properties to those of
other aggregating colloidal systems, and perhaps even to
those of biopolymer networks.47 For example, measure-
ments of different biological chemistries over a range of
volume fractions could elucidate the rheological response
of biocolloid systems as a function of the strength of the
specific particle attraction and volume fraction, facilitating
comparisons with scaling relationships 39 and theoretical
predictions35,48 developed for suspensions flocculated by
nonspecific attractions. Studies on aggregation in flow
are not limited to particle systems. For instance, videomi-
croscopy has been used to investigate the shear rate
dependence of the formation and break up of neutrophil
aggregates in Couette flow.49 Further studies of the effects
of shear on colloidal particles cross-linked by biomolecular
interactions could also contribute to the understanding of
aggregation dynamics for cellular networks in which
noncovalent, receptor-ligand interactions play a govern-
ing role.
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